
FINEST BLOCK JOINTING MORTAR



FINEST BLOCK JOINTING MORTAR

TEST TEST METHOD SPECIFICATION

Setting Time : Initial IS : 4031 PART - 5 : 1988 > = 30 Min.

Setting Time : Final IS : 4031 PART - 5 : 1988 < = 600 Min.

Recommended bed thickness By application 3 - 4 mm

Bulk density In-House 1000 - 1400 kg/m3

Water Demand IS : 4031 (P - 4) : 1988 35 % - Max.

Compression strength - 28 days IS : 4031 (P - 6) : 1988 > 12 N/mm2

Tensile adhesion strength - 28 days BS : 5350 ( P - C6) : 1990 > = 0.66 N/mm2

Pot Life 60 Min.
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